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Abstract: Limited by increased parasitics and thermal effects as device size increases, current commercial SiGe
power HBTs are difficult to operate at X-band (8 ~12GHz) frequencies with adequate power added efficiencies at
high power levels. We find that, by changing the heterostructure and doping profile of SiGe HBTs, their power
gain can be significantly improved without resorting to substantial lateral scaling. Furthermore,employing a com-
mon-base configuration with a proper doping profile instead of a common-emitter configuration improves the
power gain characteristics of SiGe HBTs, thus permitting these devices to be efficiently operated at X-band fre-
quencies. In this paper,we report the results of SiGe power HBTs and MMIC power amplifiers operating at 8~
10GHz. At 10GHz,a 22.5dBm (178mW) RF output power with a concurrent gain of 7.32dB is measured at the
peak power-added efficiency of 20.0% ,and a maximum RF output power of 24.0dBm (250mW) is achieved from
a 20 emitter finger SiGe power HBT. The demonstration of a single-stage X-band medium-power linear MMIC
power amplifier is also realized at SGHz. Employing a 10-emitter finger SiGe HBT and on-chip input and output
matching passive components,a linear gain of 9.7dB,a maximum output power of 23.4dBm,and peak power add-
ed efficiency of 16% are achieved from the power amplifier. The MMIC exhibits very low distortion with 3" order
intermodulation (IM) suppression C/I of -13dBc at an output power of 21.2dBm and over 20dBm 3™ order output
intercept point (OIP3).
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1 Introduction

The fast advances of SiGe HBT technology
have enabled many high frequency microwave cir-
cuits to be built on Si substrates. However. medi-
um and high power amplifiers operated at X-band
and higher frequencies have not been successfully
developed using commercial SiGe HBTs. This is
due to the fact that using the current SiGe HBT
structure (low Ge content) and doping profile
(high-to-low from emitter to base) limits the
power gain of large area SiGe HBTs at X-band
frequencies. As the device area increases,the pow-
er gain values are further degraded due to in-
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creased parasitics (including the added ballast re-
sistors) and thermal effects. As a result, while
these commercial SiGe HBTs are capable of oper-
ating in the frequency range of from 1. 9 to
5.3GHZz'" . they become incapable of power am-
plification beyond 8GHz. It is found that with
proper design of the SiGe HBT structure and do-
ping profile, the power gain values of these de-
vices can be dramatically improved without invol-
ving submicron lateral scaling or sacrificing
breakdown voltage characteristics. In addition,
with the proper configuration, much higher power
performance can be extracted from SiGe HBTs
with properly designed structures. In this paper,
we report the characteristics of SiGe power HBTs
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and medium-power MMIC power amplifiers oper-
ating at 8~10GHz.

2 SiGe HBT design and operation
configuration considerations

To achieve a high maximum oscillation fre-
quencys fmax» (=>40~50GHz) such that a suffi-
cient power gain is available at 8~10 GHz while
maintaining a high breakdown voltage (required
for robustness of power amplifiers) and relaxing
the lithography restriction for lowering the fabri-
cation cost,the most efficient method is to reduce
the base resistance, Ry ,by increasing the base do-
ping concentration of SiGe power HBTs. Howev-
er.the prevalent trapezoidal Ge profile with low
Ge content employed in commercial SiGe HBTs
sets a limit for the maximum allowable doping
concentration in the base. Alternatively, by in-
creasing the Ge composition near the base-emitter
(B-E) junction to change the trapezoidal profile
into a box-type one with a higher total Ge con-
tent,the doping concentration in the base region
can be much higher than that currently used. The
reduction of Ry resulting from using a heavily
doped base region can significantly boost the [
values without deep submicron scaling of the e-
mitter stripe widths. As a result, high power gain
can be achieved at higher frequencies by emplo-
ying a box-type Ge profile with a heavily doped
base region.

In the heterostructure design of the SiGe
power HBTs, the collector epilayer is made thick
(0. 5xm) and lightly doped (3X10'°cm ) to real-
ize a high breakdown voltage. The box-type Ge
profile (21%) is used to maintain a large valence
band offset between the emitter and the base. This
box-type Ge profile thus permits a high boron (B)
doping concentration (2.5X10"cm™®) to be em-
ployed in the base region with sufficient DC cur-
rent gain values (=30).Due to the heavy doping
concentration, a low base sheet resistance
(~3kQ/[J,much lower than any reported values
from commercial SiGe HBTs) can be achieved,e-
ven with a thin (32nm) base region. In addition,
the emitter finger width can still be large without
inducing serious emitter current crowding effect
due to reduced base sheet resistance. The SIMS a-
nalysis results of the heterostructure are shown in
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Fig.1 Measured SIMS profile in a CVD-grown heter-
o-structure

A uniformly distributed subcell structure
(with two 2 X 30pm emitter fingers in each sub-
celD) is used in this power device layout. The de-
tailed structure can be found in a previous pa-
per®). Figure 2 shows the 10-finger device with a
total emitter area of 600m”. The power devices
were processed on 0. 5mm-thick Si substrates,and
no external ballast resistors or substrate thinning
was employed. The one-step CVD-grown hetero-
structures were fabricated into mesa-type HBTs.

Fig.2 Photomicrograph of 10-finger SiGe/Si HBT

The device operation configuration also needs
to be reconsidered for power amplifications at 8~
10GHz. To date, the common-emitter (CE) con-
figuration has been generally employed for power
amplifications for SiGe HBTs (e. g., 1. 9 ~
2.4GHz) integrated in SiGe BiCMOS. Neverthe-
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less,our recent study™! shows that for SiGe HBTs
having a typical Si bipolar junction transistor
(BJT) doping profile in conjunction with a trape-
zoidal Ge profile,the CE configuration always of-
fers higher power gain (G, ) than the common-
base (CB) configuration in the low operation fre-
quency range (e.g.,<<6GHz)"/. As a result, the
common practice of using the CE configuration
for these SiGe HBTs in the 1.9~5.3GHz is justi-
fied. However,at higher operation frequencies,no
matter what type of doping profile or Ge profile
is used for SiGe HBTs,the CB configuration tends

to provide higher G . values than the CE config-
3]

uration" . Furthermore, we also revealed that
with a small (total) base resistance,which can be
effectively made possible with a heavy base do-
ping concentration as described earlier, a higher
G ax can be obtained from the CB than from the
CE configuration over a wider frequency range.
Therefore, for SiGe HBTs employing a heavily
doped base region, the CB configuration ought to
be judiciously considered for power amplifications
at 8~10GHz (contrary to common practice) . Fig-
ure 3 shows the measured power gain (G,,) char-
acteristics of 10-emitter finger SiGe HBTs under
CE and CB configurations, respectively. Due to
the heavy base doping concentration employed in
the heterostructure (Fig.1),which is permitted by
employing a box type Ge profile with high Ge
content, a small base resistance is achieved and
thus, in a wide frequency range (measured fre-
quency range: 2~40GHz),the CB configuration
provides higher power gain values than the CE
configuration.

3 Power HBT performance at 8 and
10GHz

The power performance of a 20-finger CB
SiGe HBT was tested on wafer at 10GHz using a
single-tone focus microwave load-pull system un-
der class-AB operation in continuous wave (CW)
mode. No special arrangement for heat dissipation
was employed in the measurements. The device
was biased at Vg = — 0.9V and Vi =6V (class-
AB) .and the source (I's = 0.77<C185") and load
(I' = 0.78<C141") matching was optimized for
maximum output power. The measured output
power P, ,gain and PAE are plotted as a function
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Fig.3 Measured small-signal power gain characteris-
tics of 10-emitter finger SiGe power HBTs (Ag =
600,m*) in common-emitter and common-base config-
urations,showing that a much higher power gain is a-
vailable from common-base than common-emitter con-
figuration BVepo =24V
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Fig.4 Measured P, ,Gain,and PAE of 20-finger CB
SiGe/Si HBT at 10GHz

of input power P;, in Fig.4. The measured linear
gain is 9. 37dB. At 1 and 3dB gain compression,
the RF output power P_;3 and P_3p are
21.2dBm (13ZmW) and 23.1dBm (204mW), re-
spectively. The maximum PAE,i.e.,20.0%.,is a-
chieved at a 2dB gain compression with an associ-
ated RF output power of 22.5dBm (178mW) . The
largest RF output power that the device can gen-
erate is 24. 0dBm (251mW, 0. 21mW/um* power
density). A higher PAE could be obtained if the
measurement is optimized for the highest PAE. No
thermal or electrical instability was observed un-
der these operating conditions. The thermal stabil-
ity is mainly attributed to the high thermal con-
ductivity of the silicon substrate and the distribu-
ted layout design®'.

For comparison, the power performance of
the same device operating at 8GHz is also meas-
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ured,and the result is shown in Fig.5. The device
exhibits 22. 7dBm (186mW ) RF output power
with concurrent gain of 8.65dB at the peak pow-
er-added efficiency (25.3%). The higher power
performance measured at 8GHz is due to the im-
proved power gain at lower frequencies as shown
in Fig.3.Due to much lower power gain values at
8 and 10GHz for the CE configuration (Fig. 3),
the large-signal power performance could not be
measured,indicating the necessity of employing a
proper configuration. Therefore, it is evident that
the power amplification frequency is extended by
using the CB configuration. It is noted, further-
more, that the CB configuration can effectively
extend the operation frequency when a low base
resistance is realized (by employing a high Ge
content with a box shape and heavy doping level
in the base region).
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Fig.5 Measured P, ,Gain,and PAE of 20-finger CB
SiGe/Si HBT at 8GHz

4  On-chip spiral inductors and SiO
MIM capacitors

The passive components, including spiral in-
ductors and MIM capacitors,are important circuit
components that are used as matching elements,
bias chokes and filter components. The lumped
form of these components has the advantage of a
smaller form factor than the distributed transmis-
sion line components at 8 ~10GHz. The quality
factors of these components, which is limited by
the parasitic resistance and capacitance (for in-
ductors) or parasitic inductance (for capacitors) ,
directly affect the matching circuit design and
power amplifier performance. In particular, the

series resistance associated with spiral inductors
can substantially degrade the power performance
of power amplifiers. Fortunately,in modern SiGe
BiCMOS processes, the thick copper technology
used in the top levels of multilevel interconnects
along with the advances of “winding” techniques
has greatly alleviated this issue. In this study, the
lumped inductors, consisting of Ti/Al/Ti/Au/Ni
(2.5pm thick) films, were made on top of 1pm
PECVD oxide deposited on high-resistivity Si sub-
strates. The resonance frequency of these spiral
inductors was improved using isotropic deep RIE
etch to remove the majority of the material un-
derneath the metal lines and reduce the parasitic
capacitance associated with the inductors. The re-
sulting inductors demonstrate a quality factor of
12~16 with over 30GHz resonance frequencies,
depending on the size of the inductors. The MIM
capacitors,consisting of an evaporated SiO dielec-
tric layer sandwiched between the top metal Ti/
Al/Ti/Au/Ni and the bottom metal Ti/Au (same
as the center conductor of the spiral inductors),
exhibit a quality factor over 40 and resonance fre-
quency of over 40GHz after deep RIE etch. The
processing techniques used here are similar to

those described previously'™* .

5 Linear MMIC medium power am-
plifier demonstration at 8GHz

A single-stage power amplifier circuit was de-
signed using the large-signal model of SiGe HBTs
and passive component models (extracted and
verified with measured S-parameters). The on-
chip input and output matching networks were de-
signed for high output power and both were
matched to 50Q) impedance. In order to achieve
high linearity with the available passive compo-
nents,a simple L-C short circuit was implemented
at the output stage of the power amplifier. While
the stability of the circuit was significantly im-
proved along with high linearity at high input
power levels,the power added efficiency was sub-
stantially sacrificed. Alternative and more sophis-
ticated circuit design techniques need to be em-
ployed to maintain both high linearity and high
power added efficiency. The MMIC circuits are
fabricated with heterostructure HBT wafers iden-
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tical to those used to fabricate discrete devices and
by using identical lithography,lift-off and etching
techniques. A fabrication process of the MMIC
circuits similar to that described by Rieh et al. ™
was used. The photomicrograph of the fabricated
single-stage MMIC medium power amplifier is
shown in Fig. 6. The use of lumped passive ele-
ments has resulted in a small form factor of about
0. 6mm® of chip area. It is noted that further re-
duction of the chip area is still feasible using prop-
erly valued inductors.

Fig. 6
gle-stage medium power amplifier with both input and

Photomicrograph of a fabricated MMIC sin-

output matching networks fabricated on chip (chip

size: 0.6mm?)

6 Power amplifier performance

The MMIC power amplifier was measured
on-wafer under continuous wave (CW) operation
(class AB),and no wafer thinning or extra heat
sinking was employed. Figure 7 shows the meas-
ured small-signal gain and input/output return los-
ses of the power amplifier. At 8GHz and with a
bias of Iz = —90mA and Vg =7V, the small-sig-
nal gain is 8. 98dB, with input and output return
loss of 5.7 and 5. 0dB, respectively. These values
vary with bias. The goal of these measurements
was to optimize the matching at both input and
output.

Figure 8 shows the measured output power,
gain and power added efficiency (PAE) as a func-
tion of input power, measured at 8GHz, with the
HBT biased at Ve = 7V and Vg = — 1.15V
(class AB). The linear power gain is as high as
9. 7dB with nearly 20dBm of linear output power
P... The output power at the peak PAE value
(16%) is 21.2dBm (133mW) and 23.4dBm
(219mW) at its saturation.
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Fig.7 Measured small-signal performance of single-
stage MMIC power amplifier with 8. 98dB gain at
8GHz The input and output return losses are 5.7 and
5.0dB,respectively,at the same frequency.
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Fig. 8 Measured power performance of the SiGe
HBT single stage MMIC power amplifier biased at
Veg = 7V and Vg = — 1. 15V 21. 24dBm output

power at peak efficiency (16%) and 23.4dBm in satu-
ration are obtained.

A two-tone test was performed at 8GHz with
frequencies of two signals separated by 2ZMHz u-
sing a Tektronix 2754 spectrum analyzer. Low dis-
tortion with 3 order intermodulation (IM) sup-
pression C/I of -13dBc at an output power of
21.2dBm,16% PAE, and a bias voltage, Vg, of
7V was measured and is shown in Fig. 9. The
measured output third order intercept point
(OIP3) is over 20dBm. These results demonstrate
the potential of medium power level amplification
using SiGe HBTs with reduced form factor for
short-range wireless communications at X-band
frequencies. It is noted, however,that much better
power amplifier performance than presented in
this study can be achieved by using industry SiGe
BiCMOS with smaller feature size,further optimi-
zation of SiGe HBT structures, and employing
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higher quality passive components. Regardless of
these potential improvements, this study has dem-
onstrated the feasibility of efficient X-band power
amplification using SiGe HBTs with proper device
design and operation configuration. Further opti-
mization of the SiGe HBT heterostructure will al-
low improved power performance and may allow
SiGe power amplifiers to be used at higher fre-
quencies. Furthermore, based on the demonstra-
tion of the MMIC power amplifier, higher fre-
quency (> 5GHz) and higher power (> 1W)
MMIC power amplifiers on Si also seem possible.
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Fig.9 Measured two-tone linearity characteristics of
single-stage SiGe HBT MMIC medium power amplifier
at SGHz OIP3 is over 20dBm.

7 Conclusion

SiGe power HBTs operating at 8 ~ 10GHz
have been demonstrated using properly designed
device structure and employing a proper operation
configuration. It is shown that a box-type Ge pro-
file with high Ge content can allow a high base
doping level while still maintaining high break-
down voltages and without using submicron emit-
ter stripes. The high doping level dramatically im-
proves the power gain of SiGe HBTs and makes
the CB configuration more favorable for power
amplification than the CE configuration. High
power performance has thus been achieved from
SiGe HBTs at 8 and 10GHz. Single-stage medium
power amplifiers operating at 8GHz have also
been demonstrated using these SiGe HBTs.
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